THERMOPHYSICAL PROPERTIES OF W - RE ALLOYS ABOVE THE
MELTING REGION 1
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In earlier experiments we have studied pure elements with a fast pulse heating
technique to obtain thermophysical properties of the liquid state. We report here
results of thermophysical properties such as specific heat and dependencies
between enthalpy, electrical resistivity and temperature, for four W - Re alloys
(3.95, 21.03, 23.84 and 30.82 at % of Re) in a wide temperature range covering
solid and liquid state. Thermal conductivity is calculated using the WIEDEMAN-
FRANZ-law for the liquid alloy, as well as data for thermal diffusivity for the
beginning of the liquid phase. Additionally, data for the entire temperature range
studied have been analysed in comparison with those of the constituent elements
Tungsten and Rhenium, since the both metals have been previously studied with
the same experimental technique. Such information is of interest in the field of
metallurgy since the W-Re alloys of small Re-content in the region of mutual
component solubility in solid state are widely used as thermoelectrode materials
for the purposes of high- temperature thermometry.
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1. INTRODUCTION.

High temperature experimentation with solid and especially liquid substances faces a lot of
difficulties. Advanced stationary steady-state measuring techniques are limited to
temperatures of about 2300 K. Therefore, they can not be applied for investigations of
thermophysical properties of highly melting elements, for instance refractory metals. The
latter in turn are widely used as constructive materials of the static high-temperature
experimental equipment.

Fast dynamic pulse-heating methods have been developed to extend the measurements to
extremely high temperatures by heating up the specimen in a very short time into liquid state
while the sample keeps its initial geometrical shape because of inertia [1, 2]. Since most
metals and their alloys can be produced in wire-shaped form of appropriate dimensions, pulse
heating techniques are found to be measuring methods of general importance for the
investigation of thermophysical properties of electrically-conducting solids and fluids. This
way pure refractory metals, even the highest melting ones like tungsten and rhenium, have
been intensively studied during last decafis 1(J and the properties for almost all these
metals in solid and liquid states were determined with rather good precision. However, alloys
of the refractory metals, despite the prospects of their practical application, still remain less
investigated up to now. Practically, there are no systematic data about thermophysical
properties of these alloys in the liquid state. In best cases the information is available only for
the solid stat¢ll - 14.

Tungsten and rhenium have the highest melting temperatures among the metals, i. e. 3695 K
and 3453 K respectively. The phase diagram of the binary W-Re alloys system presented in
handbook editiorj15] is based mainly on the results [df], except for the solidus of the
terminal phases, which are taken frphid]. In solid state the solubility of Re in W is equal 37
at.% at 3273 K accordingly {a6] or even up to 45 at% at 3163 K as reportefd .

To the best of our knowledge we report here the first time properties of solid and especially of

liquid W-Re alloys in the concentration range of continuous solid Re in W solutions. The



information is of interest in the field of refractory metals metallurgy, since such alloys are

widely used as thermoelectrode materials for the purposes of high temperature thermometry.

2. EXPERIMENTAL.

Wire shaped W-Re alloys specimens with a typical length of 50 mm and 0.35 or 0.5 mm in
diameter are resistively volume heated into the liquid phase by passing a large current pulse
through them. Heating rates of about® s’ were achieved. The measurements were
performed in air at atmospheric pressure.

The discharge circuit consists of a capacitor bank (B9 a fast acting main switch and an
experiment chamber. A crowbar switch allows to stop the experiment at any prechosen time.
For optical diagnostics, a single wavelength pyrometer (850 nm, 10 nm bandd&]thhd a

fast acting CCD-array, combined with a multi-chanellp]a® were used.

Time-resolved (with sulps resolution) quantities being simultaneously measured in one
experiment are the current through the specimen, the voltage drop along the specimen and the
surface radiation intensity. The volume expansion of the wire is recorded with a framing
CCD-camera, which takes pictures of the diameter of a small part of the specimen every
10 pys. These pictures are processed by means of an image converting system. They indicate
the stability of the specimen during the time of the experiment (abqug)30

The measured data are recorded by fast digital oscilloscopes, which are placed in a shielded
room, and processed after the experiment. In this way, data for enthalpy, temperature, and
electrical resistivity as function of time are obtained. By elimination of the quantity time one
gets temperature dependencies of the above mentioned properties. For pure metals all
evaluations are usually based on the assumption that the normal spectral erajasiV)thas

the same always has the same value for the liquid metal as at melting tempefgiuaedT

the ratio of emissivities in Eqg.(1) is 1. Temperatures are calculated forming ratios of the
radiance at temperature T {J(T)} to the radiance at the reference temperaidgdT ¢

given by (1). The reference temperatuyg i taken from literature data [15]:
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Here J is the radiance intensity, T the temperaturtne wavelengthg the normal spectral

T =

(1)

emissivity of the specimen surface, is the second radiation constants.

Fast pulse heating experiments, that reach into the liquid phase generally have to handle this
problem of unknown emissivity of the liquid metal [3, 4, 5]. Recent measurements on the
emissivity of liquid metals [20] will improve the accuracy of temperature measurements with

fast pulse heating techniques.

In contrast to pure metals, alloys have a certain melting region instead of the melting
temperature. The absence of a clearly detectable melting point, as well as possible variation of
the surface radiation intensity within the melting region complicate the proper choice of a
reference temperature. Therefore, in the present work for each of the investigated alloys an
averaged value of respective solidus and liquidus temperatures from the phase diagram was
adopted as reference melting temperature for the experimental data processing. These values
together with other parameters, such as density, chemical composition, and diameter of the

wire samples are given in Tab. 1 for each alloy studied.

Table 1. Parameter of wire samples, * calculated values assuming that each
component contributes to the sample density in proportion to its percent weight in

the alloy.

Sample, | Conc. at.% of Re¢ Weight % of Re  Density* Tret, Diameter,
N g/en? K mm
1 3,95 4.00 19.3627 3618 0.35
2 21,03 21.24 19.6377 3423 0.35
3 23,84 24.07 19.6835 3398 0.35
4 30,82 31.09 19.7983 3358 0.50
W 19.30 3683
Re 21.0 3180




Thermal conductivith may be evaluated from electrical resistivity by the Wiedemann-Franz
law which relates electrical and thermal conductivites:
A =LT-(1/p), 2

where L is the Lorenz number (2.45810%K™? ), T is temperature angl is the electrical
resistivity of the specimen. As discussed in [21] the principal carriers for the thermal
conduction in solid metals are electrons and lattice waves. However for temperatures close to
the melting point of pure metals, electronic conduction is the predominant mechanism and
lattice conduction is negligible. Also the Lorenz number L for most pure metals is close to its
theoretical value. This way Eq. (2) is a good tool to obtain thermal conductivity in the vicinity
of the melting point.
Furthermore, it is also possible to evaluate thermal diffusivity a, which is related with thermal
conductivityA, specific heat gand density d of the material

a=A(cyd). (3)

For more details on measuring procedure and experimental data procesgid. see

3. RESULTS

As already mentioned, alloys in contrast to pure metals have the melting region instead of a
clearly detectable melting point. Therefore, special attention was devoted to a proper choice of
the reference temperature, because W-Re system alloys expose a rather wide temperature
interval of melting in the investigated range of concentratiphs. Fig.1 illustrates
temperature dependencies of enthalpy measured in one single experiment for the sample N4,
but processed for three different values of the reference temperagyneaimely H for Ty,

Hs for Tyq., and B for Tr = (Tso + Tiiq.)/2, where T, and T, were taken from the phase

diagram[15].
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Fig.1: lllustrates temperature dependencies of enthalpy measured in one single
experiment for the sample N4, but processed for three different values of the
reference temperature (L, 2: (T + Tig)/2, and 3:F,)

The heat of fusion, being obtained from the difference between the value of absorbed energy
at the end of the melting region and the absorbed energy at the beginning of the melting
plateau, seems to be insensitive to a variation of the reference temperature bgtwaed T

Tiq.- The enthalpy in liquid and solid states increases linearly with temperature. This
dependency may be described by a linear least-squares fit and its slope yields a specific heat
value. Because of the lack of sharp discontinuities at the beginning and at the end of the
melting region, those data points, which lie in the transition between premelting and the
plateau and postmelting and the plateau were excluded from the data fits.

This way we have obtained in Fig. 1 for the same material the following three values 292.2,
280.4, and 270.4-Kg-K™ of the specific heat in the liquid for the three reference
temperatures dfy, (Tso. + Tig)/2, and Tg.The difference between maximal and minimal
values does not exceed 8%. Up to 15 % uncertainty of specific heat values in pulse heating

experiments have to be assumed, therefore, temperatures averaged between respective solidus



and liquidus points of each alloy concentration were taken as reference for the processing of
experimentally measured data. These temperatures are also listed in Table 1.

Fig. 2 presents enthalpy as a function of temperature for the sample 4. The full lines represent
least-squares fits to the data averaged over 10 best individual experiments, while the open
circles show the original data of a typical single measurement. During the melting transition
enthalpy changes from = 0.516 Mkg " to H, = 0.734 MXg ™, yielding AH = 0.218

MJ-kg'l for the latent heat of fusion.
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Fig. 2: Enthalpy as a function of temperature for sample 4. Full lines: least-squares
fits to the data averaged over 10 best individual experiments, open circles: original
data of a typical single measurement.

The dependence of enthalpy on temperature for solid and liquid states is described by the
following expressions, where H is in Mg 1 and TinK:

H =-0.29388 + 0.24290° T in the range 2500 < T < 3300 (4)

and

H =-0.24507 + 0.28930° T in the range 3430 < T < 4400 (5)



The derivative of the above linear regressions givgs =c 2423 \-]<g'l-K'1 and
c, =289 Xg K for the specific heat of the alloy N4 in solid and liquid states respectively.
The least-squares fits which summarise measured H(T) dependencies for the other alloys

investigated in this work are given below and illustrated in Fig. 3:
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Fig. 3: Enthalpy as a function of temperature for samples N1, N2, N3 in form of
least squares fits.

Alloy N3 H = -0.30285 + 0.24430° T in the range 2500 < T < 3300 (6)
and H=-0.24523 + 0.29020° T in the range 3490 < T < 4400 (7)
Alloy N2 H = -0.34065 + 0.25560° T in the range 2500 < T < 3340 (8)
and H=-0.23415 + 0.29110° T in the range 3510 < T < 4400 (9)
Alloy N1 H=-0.41911 + 0.27560° T in the range 2900 < T < 3550 (10)
and H =-0.26164 + 0.302@° T in the range 3700 < T < 4500 (112)

The electrical resistivity for each of the alloys was determined from the same experiments that
were used to calculate enthalpy and specific heat. Fig. 4 presents the electrical resistivity of
alloy N3 (oo - not corrected ang - corrected for thermal expansion) as a function of

temperature in form of least-squares fits. The results of a single typical measurement are given

again as open circles.
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Fig. 4: Electrical resistivity of alloy N3 (least-squares fit for(corrected for
thermal expansion) as dashed line, and least-squaggs(ffibt corrected as a full
line) as a function of temperature. Open circles: results of a single measurement.

The determined dependencies may be described by the following two expressions for

uncorrected resistivitgy, in pQm, T in K:

Po = 2.9045 + 2.440°T in the range 2500<T<3320 (12)

Po = 1.35119410" - 4.287431L0“T in the range 3490<T<4400 (13)
and for volume corrected resistivipyin uQm, T in K:

p=1.8963 + 3.077330°>T in the range 2500<T<3320 (14)

p =8.999 + 1.26691*18.T in the range 3490<T<4400 (15)

for solid and liquid states respectively.
The other W-Re alloys investigated in this work expose a very similar temperature behaviour
of non-corrected resistivity, i. e. increasing in the solid state and decreasing for the liquid
state. By means of least-squares fits, the following functipg@l) dependencies were
obtained from a large number of experimental data points:

Alloy N1~ po=1.79186 + 2.510°T for the range 2900<T<3550 (16)

and Po = 1.29804910" - 2.1578410°T for the range 3700<T<4400 (17)
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Alloy 2. Po = 2.94835 + 2.480°T for the range 2500<T<3340 (18)
and Po = 1.43962710" - 5.8284110T for the range 3510<T<4400 (19)
Alloy 4 P = 2.56844 + 2.680°T for the range 2500<T<3300 (20)
and Po = 1.41089410" - 5.011210*T for the range 3430<T<4400 (21)

In Fig.5 the plots of Eq.(16 - 21) are given.
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Fig. 5: Electrical resistivityp, (not corrected) of alloys N1, N2, N4, as a function
of temperature in form of least squares fits.

The set of experimentally determined properties allows to calculate from Eg. (2, 3)
temperature behaviour of thermal conductivityand thermal diffusivity a. As an example,

Fig. 6 shows the results of such an estimation for alloy N3.

The absolute values of these properties and their dependencies on temperature are described

(A isin W/Km, and a in 100(:7rts) by:

A = 5.38725 + 3.99950T in the range 2500<T<3320 (22)
A = 2.43702 + 0.001180*T in the range 3490<T<4400 (23)
a=1.04124 + 1.493200*T in the range 2500<T<3320 (24)
a=-0.20218 + 4.14880*T in the range 3490<T<4400 (25)

for solid and liquid states respectively.
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Fig. 6: Thermal conductivit) (full line) and thermal diffusivity a (dashed line) as
a function of temperature for alloy N3.

The values of specific heat of the W-Re alloys in solid and liquid states, their melting
enthalpies, enthalpies and uncorrected resistivity values at the beginning and at the end of

melting, compared with results on pure tungsten and rhenium, are summarised in Table 2.

4. ESTIMATE OF UNCERTAINTIES

Enthalpy is the most accurate of all the properties measured, with an estimated uncertainty of
+4 %. For temperature measurements the uncertainty is +5 % in the melting region, increasing
to about £10 % in the liquid phase. The error in the uncorrected electrical resistivity is
estimated to be +4 %, increasing to =7 % for the corrected electrical resistivity. An error of
15 % is estimated for the density in the solid phase, increasing for the highest values in the
liquid phase up to +10 %. The estimated uncertainty in the value of melting enthalpy is +5 %,
the estimated uncertainty of specific heat should not exceed 15 %, of thermal conductivity

and thermal diffusivity +15 %. The individual error bars are indicated in each figure.
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Table 2: Values of specific heat of the W-Re alloys in solid and liquid states,
melting enthalpies, enthalpies and uncorrected resistivity values at the beginning

and at the end of melting, compared with literature data of tungsten and rhenium.

Sample]  Ref. H H, AH Ps P Cp(sol) | Cp (lig) | Cp (calc)
MJ/kg | MJ/kg| MJ/kg| pQm pOm | pQm | J/kgK | J/kgK
Alloy 4 | this work| 0.516] 0.734 0.218 1.1g) | 1.24(y) | 243 289 288.
Alloy 3 | this work| 0.524| 0.750 0.226 1.%2{) | 1.23(py) | 244 290 292
Alloy 2 | this work| 0.529| 0.763 0.234 1.1%{) | 1.24y) | 256 291 293
Alloy 1 | this work| 0.568| 0.827 0.259 1.1d{) | 1.23(py) | 270 302 303
Re [4] 0.520| 0.670 0.150 1.20( | 1.37() 250
[3] 0.615| 0.768] 0.153 1.450)|1.457f)| 226 | 267
[10] 225
[5] 0.577| 0.735 0.158 1.180)|1.188¢)| 180 233
W [6] 0.629| 0.885 0.256 1.179)(| 1.38() 305
[9] 0.617| 0.881] 0.264 1.2pf | 1.35() 310
[8] 0.61 | 0.87| 0.26| 1.2¢) | 1.46() 262
[7] 0.616| 0.87| 0.254 1.2} | 1.38() 300

5. DISCUSSION

As can be seen from the data collected in Table 2, the investigated W-Re alloys have enthalpy
values at the beginning and the end of melting, comparable with those of pure W and Re (see
Fig. 7). Furthermore, for each alloy the enthalpy at the end of melting does not exceed the
respective value of pure tungsten and decreases continuously with increasing of Re
contamination, as it could be expected. The enthalpy at the beginning of melting shows the
same concentration dependency, but the absolute values are lower as those reported for
rhenium in[3, 9, and are very close (with exception of the alloy N1) to thedtue reported

in [4]. However, even in this case the enthalpy at the beginning of melting of the alloy with
highest Re content (sample 4,468,516 MJ/KkQ) is a little bit lower than the lowest value of
0,520 MJ/kg reported for pure rheniydj. Since enthalpy is a linear function of temperature,

the H, dependency on the component concentration reflects a shape of the solidus line on the
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phase diagram. In other words, our minimaluvdlue for sample 4 evidently shows, that its
solidus temperature is lower than the melting point of pure rhenium, and Fig. 7 may be

considered as a part of the W-Re phase diagram in the enthalpy-concentration plane.
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Fig. 7: Enthalpy values at the beginning (small full squares) and the end of
melting (small open squares) for different weight % Re, compared to those of pure
W and Re. Full figures indicate begin and empty figures indicate end of melting.
Triangles: Hixson and Winkler for Re [3] and Hixson and Winkler for W [8]
Circles: Kaschnitz et al. for W [6] and Pottlacher et al. for Re [4]. Squares on top:
Thevenin for Re [5].

To our opinion, such diagrams give important additional information for purposes of
metallurgy, especially for highly melting alloys in the region of their solid-liquid transition.
Moreover, in the case of W-Re alloys the solidus and liquidus curves were not exactly
measured, but rather suggested. We have found no information about exact melting
temperatures for W-Re alloys containing less than 38 wt.% Re in both original publications
[16, 17. To the best of our knowledge, the solidus temperature was exactly measured only for
one W-Re alloy with 3.24 wt.% Re by means of a fast dynamic techipldjieThe value
reported (3645K) is higher than the reference temperature adopted in our evaluation for alloy

of 4 wt% Re (see Table 1). This fact, namely the absence of exactly determined solidus and
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liquidus temperatures and therefore an increased uncertainty in the choice of the reference
temperature, should be always taken into account while considering and discussing all the
expressions given above. However, even under this circumstance, the uncorrected resistivity
for all W-Re alloys in the liquid state is a decreasing function of the temperature. This may be
caused by an influence of rhenium which demonstrates the same behpdjio6.
Nevertheless, volume-corrected resistivity shows a temperature dependency typical for metals
(see Fig.4) with slightly increasing resistivity with temperature at the beginning of the liquid
phase. It should be pointed out, that volume measurements are difficult to make in a fast
dynamic experiments. In our case it was extremely difficult due to strong light radiation of the
wires in the liquid state approaching the intensity of the back-ground flash used. Since volume
Is needed to calculate resistivity and consequently thermal conductivity as well as diffusivity,
this uncertainty is reflected in these data for sample N3 as well.

To the best of our knowledge the measurements of the heat of fusion for the W-Re alloys as
well as their heat capacities in the liquid state have never been performed before.
Consequently, there are no data for comparison to our results. However, following the
procedure used if23], an estimated value for each single alloy can be computed from values
of the heat of fusion of the constituent metals in the alloy, assuming that each metal
contributes to the total heat of fusion in proportion to its percent weight in the alloy. The
computations were performed using the values for heat of fusion of tungsten and rhenium
being previously measured with the same experimental technique to be equal 0.256 MJ/kg
[6] and 0.150 MJ/k¢4] respectively. The computed values are equal 251.7; 233.5; 230.5; and
223 MJ/kg for the alloys N1, N2, N3, and N4 respectively. As can be seen, the experimentally
determined values are in quite good agreement with these estimates.

The same relationship for specific heat of alloys in the liquid state is well known as Kopp’s
law [24]. The calculations were performed based on theatues for liquid tungsten and
rhenium obtained previously using the same pulse-heating tecHdigde As can be seen

from Table 2 and in Fig. 8, the calculatggdvalues for all investigated W-Re alloys almost
coincide within experimental error limits with those derived numerically from the H(T)

diagrams. Since these experiments were performed for alloys in the concentration range of
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solid solutiong15], it can be suggested that this rule also might be valid for other highly-
melting binary alloys for respective regions of their phase diagrams. Systematic investigations

of the Ni - Fe system with this fast pulse heating technique [25] demonstrate the same

behaviour.
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Fig. 8: Calculated cvalues for all investigated (full circles) and experimental
obtained values (open squares).
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